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Abstract
In this research, the effects of the partial, full and partial + full solution heat treatments
followed by aging at 900 °C for 10 h, on the microstructure of cast Ni-based IN100
superalloy were assessed. It has been found that, the alloy in the partial + full solution
treated condition had the optimal combination of γ’ morphology, volume fraction and
size. In this condition, the alloy possesses a cubic primary γ’with an average size of
470±10nm and 45% volume fraction. Discrete M23C6 and M6C carbides were formed at
the grain boundaries and the morphology of the cubic MC carbide was changed to the
spherical shape. In addition, the volume fraction of γ’/γ eutectic phase dropped to half
of its value, compared to the as-cast alloy. During partial solution treatment followed by
aging, discrete carbides were formed at the grain boundaries. This treatment without full
solutioning was not an effective method to provide an optimal volume fraction and
arrangement of γ’ and MC carbides morphology. Full solutioning alone, changed the
cubic morphology of the primary γ’ and the blocky MC carbides to the spherical shape.
Key words: Ni-based IN100 superalloy; Solution treatment; Primary γ’; Secondary γ’;
Carbides.

Introduction
IN100 is a nickel-based superalloy widely used in the gas turbine industry such
as blades and nozzles. This alloy is also a perfect candidate material for high
temperature forging dies due to its outstanding high temperature tensile and rupture
strength [1-3]. The microstructure of the alloy consists of L12 type γ’ phase [(Ni3(Ti,
*
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Al)] with a trimodal size distribution in a FCC γ matrix. The trimodal γ’ distribution
includes: primary γ’ (~450 nm), secondary γ’ (~15 to 30 nm) and tertiary γ’ (<15 nm). It
has been reported that [4] the IN100 alloy with about 60 pct. volume fraction of γ’,
shows the excellent microstructural stability and mechanical properties at moderately
high temperature.
Minor phases such as carbide and γ’/γ eutectic have also been identified in the
alloy and may be detrimental to mechanical properties. Carbides of type (Ti, Mo)C, (Ni,
Co, Mo, Ti)6C and Cr23C6are also detected in Ni-based superalloys. Blocky Ti-rich MC
carbides are formed during solidification and distributed into the γ matrix between the
dendritic cells and at the grain boundaries [5]. MC carbides have an incoherent interface
to the matrix and are blocky, so they often act as crack initiation sites. M6C and M23C6
carbides usually precipitate at the grain boundaries. These carbides with proper size and
morphology impede grain boundary sliding (GBS) and cause improvement in the high
temperature strength of the alloy [6].
The amount and the size of γ’/γ eutectic phase formed during solidification
depends on the solidification rate and the alloy composition [7]. This phase has a
negative effect on the creep behavior especially on the second and the third region
consequently decreasing the alloy lifetime [8].
Casting and heat treatment processes play an important role in determining the
microstructure of the superalloy. A suitable solution and aging heat treatment can
improve the mechanical properties of IN100 alloy through the following events:
increasing the γ’ volume fraction and optimizing its morphology, the modification of
MC carbides morphology, the precipitation of M6C and M23C6 carbides, and reducing
solidification segregations and γ’/γ eutectic phase [9]. Various studies [4, 8, 10] have
been conducted to modify the microstructure of IN100 applying vacuum induction
melting (VIM) and cast into metallic and ceramic molds through optimizing the
alloying elements, solidification parameters, various heat treatment cycles, etc.
However to the best of author's knowledge, the influence of different kind of solution
cycle on the microstructure of the IN100 alloy prepared via different processes such as
VIM, electro-slag remelting (ESR) and vacuum-arc remelting (VAR), has not been
investigated systematically, so far. Thus, in the present work, the microstructure of the
alloy, including γ’phases, carbides and γ’/γ eutectic phase, is evaluated after various
solution treatment cycles.

Experimental procedure
An IN100 Ni-based superalloy was melted in a VIM furnace and cast into
cylindrical bars with a diameter of 60 mm and a length of 50 mm. The furnace was
evacuated to 10-3 mbar and purged with high purity argon. All raw materials were
rinsed separately with acetone and charged into a metallic crucible. The reactive
elements were charged after full melting of the charged material. The pouring
temperature was 1450°C.
The alloy was remelted in an ESR furnace to improve homogeneity and reduce
impurities such as sulphur and inclusions. The remelted slag composition was
60%CaF2-20%Al2O3-20%CaO (wt.%). Finally, the ESR ingot was remelted in the
VAR furnace and cast into the cylindrical bars with 100 mm diameter and 90 mm
length. Chemical composition of the alloy after remelting, determined using emission
spectrometer quantometer is listed in Table 1. 15×15×15 mm specimens were exposed
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to different solution annealing cycles, air-cooled (AC) followed by aging. The solution
heat treatments are designed to dissolve γ’/γ eutectic, γ’ and carbide phases and allow
the optimum reprecipitation of these phases upon cooling or after ageing.
Table1. Chemical composition of the IN100 (wt.%).
Ni
Al
Ti
Cr
Co
Mo
Bal. 5.23 4.41
9.82
15.07
3.01

C
0.18

V
1.02

According to Table 2, four different heat treatment cycles including aging
(A)[11], partial (B)[12], full (C)[4], and partial + full (D)[13] solution treatments
followed by aging at 900 °C for 10h were applied to the as-cast alloy.
Table2. Different heat treatment cycles applied on the specimens.
Heat treatment cycle
Solution treatment
A
--B
1080 °C/4 h/AC
C
1210 °C/2 h/AC
D
1210 °C/2 h/AC +1080 °C/4 h/AC

Aging treatment
900 °C/10 h
900 °C/10 h
900 °C/10 h
900 °C/10 h

Metallographic sections were prepared using standard polishing procedures
according to ASTM E3-01. The microstructure was revealed using 10 gr Cu2S+ 50 ml
HCl+ 50 ml H2O solution. A XMU TESCAN scanning electron microscope (SEM) with
an energy dispersive spectroscopy (EDS) analyzer operating at 15KV and Olympus
optical microscope (OM) were used to analyze the morphology and distribution of the
phases. The size and the volume fraction of the phases were calculated using Image
Analyzer software according to ASTM-E112 and ASTM-E562. The segregation
behavior of the elements was analyzed using EDS line scan across the phases as well as
the matrix. Also, X-ray diffraction (XRD) analysis with Cu-Kα radiation at 40kV and
30mA was employed for phase identification. The curve were recorded at the lowest
scanning rate and 2θ scan range to better monitor the γ’and γ’/γ eutectic phases.

Results and discussion
As-cast microstructure
Fig. 1 shows the OM and SEM micrograph of the as-cast IN100 alloy. The ascast specimen exhibits a two-phase γ and γ’ microstructure with a dendritic segregation
pattern and a limited amount of γ’/γ eutectic phase in some inter-dendritic regions (Fig.
1a-c). Secondary precipitation of finer γ’ occurs in the small region of the matrix
channels (Fig. 1d). The secondary γ’ volume fraction in the as-cast condition was
measured to be 10±1% with an average size of 17±5 nm. The SEM micrograph and the
EDS analysis of the carbide in the cast alloy are shown in Fig. 1e. The EDS result
confirmed that this phase is (Ti,Mo)C. No other carbide of any type was detected in the
as-cast microstructure.
As it is seen in Fig. 1b, the cubic or rounded primary γ’ precipitates aligned
randomaly with an average size of 420±20 nm and a volume fraction of 25±3%. The
channels of γ matrix are not clear and homogeneous, but they follow pretty zigzag
shape. As it is known, in nickel-based superalloys, typical dendritic structure is formed
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during non-equilibrium and rapid solidification [14]. As a result of non-equilibrium
solidification, the primary γ’ with suitable morphology is not formed. According to the
literature [4], the best mechanical properties of this alloy is achieved by 60% volume
fraction of ordered cubic γ’. Hence, further processes such as heat treatment is required
to optimize the morphology and volume fraction of γ’.

Fig.1. OM and SEM micrographs of the as-cast IN100 alloy. (a) dendritic segregation
pattern; (b) primary γ’ into the matrix γ; (c) γ’/γ eutectic; (d) secondary γ’and (e) EDS
result of MC carbide.
It can also be noted that the boundaries of austenitic grains with an average size
of 235±10 µm appeared in serrated shape. The grain boundary serrations are developed
as a result of grain boundary impingement by growing secondary γ’ phases or carbides.
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The results of the line scan technique to determine the composition of γ’/γ
eutectic is shown in Fig. 2. In comparison to the bulk alloy composition, the γ’/γ
eutectic phase is significantly enriched in Ti and Al and depleted in Cr and Co. As the
estimated partition coefficient of Al, and Ti is less than unity [15], they are segregated
into the inter-dendritic regions and solidified at the last stage of solidification in the
form of eutectic. The volume fraction of γ’/γ eutectic phase in the cast alloy is about
4±1%. The γ’/γ eutectic phase has a low melting point. Therefore, it should be
eliminated during heat treatment in order to preserve the high temperature strength of
the alloy [16].

Al

Ti

Cr

Co

Fig.2.The EDS line scan across the eutectic γ’/γ phase.
The effect of heat treatment on the dendritic structure and the γ’/γ eutectic phase
The microstructure of the IN100 alloy heat treated with A and B cycles shows
dendritic structure (Fig. 3a, b). As it may be seen, homogenization has not been
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accomplished. Hence, it can be deduced that the solution temperature and time in A and
B cycles were too low to reduce the segregation. During A and B cycles the grain size
of specimen increases up to 242±8 and 267±7 µm, respectively, which is attributed to
the acceleration of diffusion and grain boundary sliding. Fig. 3c, d shows the OM
microstructures of the alloy heat treated with C and D cycles, respectively. The solution
temperature of C cycle was 130 °C higher than that of B one. As it is seen, it is difficult
to distinguish the dendritic segregation pattern. The average grain size of γ in these
specimens is 290±5 µm and 295±8 µm, for C and D cycles, respectively. It has been
reported [10] that during solution treatment of the cast Ni-based superalloys, MC
carbides decompose to M23C6 and M6C carbides at the grain boundaries leading to pin
the grain boundaries and inhibit further grain growth. The similar grain size in the
specimens treated with C and D cycles can be attributed to the formation of MC
carbides. Hence, two step annealing cannot affect the grain growth considerably.
Fig. 4a, b shows the SEM micrograph of γ’/γ eutectic of heat treated specimens
through B and C cycles, respectively. Accordingly, γ’/γ eutectic has not been dissolved
yet. This can be due to insufficient temperature and/or time to reach the complete
solutioning of the γ’/γ eutectic. However, the solution temperature should be
sufficiently below the solidus temperature to avoid incipient melting of grain
boundaries. It is interesting to note that the amount of this phase decreased to 3±1% in
both specimens treated with B and C cycles. Partial + full annealing treatment is an
effective method to solution γ’/γ eutectic completely. The γ’/γ eutectic volume fraction
of the specimen going through the D cycle was reduced to 2±1%. The γ’/γ eutectic
volume fraction of the specimens heat treated with different cycles listed in Table 3,
supports the above results.
Table 3. The volume fraction of γ’/γ eutectic phase after heat treatment with different
cycles.
Sample

Volume fraction of γ’/γ eutectic (%)

Casting

4±1

B

3±1

C

3±1

D

2±1
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Fig.3.The microstructure of the IN100 alloy heat treated by: (a) A; (b) B; (c) C and (d)
D cycle.

Fig.4. SEM micrograph of the specimen heat treated with (a) B and (b) C cycles
showing γ’/γ eutectic.
The XRD patterns of the as-cast sample as well as the heat treated sample
subjected to D cycle are shown in Fig. 5. The XRD pattern of the as-cast alloy reveals
the presence of γ’ phase and γ’/γ eutectic, whereas only γ’ is found in the latter one. It
should be noted that the 2θ scan range was in the region where γ matrix is not present.
The γ’/γ eutectic volume fraction of the alloy heat treated with D cycle is quite low to
be detected by XRD. In addition, the peak intensity of γ’ in the heat treated alloy is
higher than that of the as-cast one. This indicates that partial + full annealing treatment
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causes volume fraction of γ’ to precipitate after aging reducing the chemical
inhomogeneity and segregation of the as-cast specimen.

Fig.5.The XRD pattern of (a) the as-cast alloy and (b) the alloy heat treated with D
cycle.
The effect of solution heat treatment on the primary γ’ precipitates
Fig. 6 shows the SEM micrographs of the alloy after different solution heat
treatment cycles. The size and the volume fraction of the primary γ’ of all specimens are
measured and summarized in Fig. 7.

Fig.6. The SEM micrographs of the as-cast alloy with different heat treatment cycles.
(a) aging; (b) partial annealing; (c) full annealing and (d) partial + full annealing.
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Comparison of the micrographs of Fig. 6a and Fig. 1b, shows that the primary γ’
morphology remains unchanged by ageing. However, the size and the volume fraction
of this phase increase slightly to 450±20nm and 30±3%, respectively. Aging alone of
the supersaturated matrix of the as-cast alloy leads to further formation of the γ’ phase
and increase in the γ’ volume fraction. Fig. 6b shows the SEM micrograph of the
specimen heat treated with B cycle (partial solution). Performing this cycle prior to
aging leads the optimal properties of primary γ’ as far as morphology, size and volume
fraction are concerned [17]. The primary γ’ size and volume fraction of the specimen
heat treated with B cycle increase to 460±10nm and 35±3%, respectively, which is
comparable to the as-cast alloy. It is notable that, after this heat treatment, the
morphology of the primary γ’ was slightly changed, but was not converted to the ideal
ordered cubic shape. It seems that, due to the insufficient time and temperature for
reducing segregation, the γ’ volume fraction cannot be reached to its idealistic values.

Fig.7. (a) The volume fraction and (b) the size of primary γ’ of the IN100 alloy after
different solution treatment.
It may be supposed that the primary γ’during heat treatment obeyed the LSW
(Lifshitz-Slyozov-Wagner) theory which states r3-ro3=kt, where r is the average size of
the particle after aging time (t), ro is the initial average size, and k is the growth rate
constant. In order to evaluate the validation of LSW theory, the aging times of B cycle
was extended to 25 h. Then, the growth of the primary γ’precipitates after 0, 2, 3, 5, 10,
15, and 25 h was studied. The SEM microstructure of the specimens aged for 0, 2, 3,
and 25 h is shown in Fig. 8. According to Fig. 8a, the γ’ phase was partially dissolved in
solutionized specimens. During aging, the globular γ’ phase changes to the near cubic
morphology at short time and to the cubic morphology at long time. For each aging
time, the γ’ particle sizes were measured and their average sizes are listed in Table 4.
The plot of γ’ average diameter as a function of aging time gives liner curve with
exponent of 1/3 (Fig.9). This suggests that the growth of γ’ precipitates in the alloy was
accelerated, which can be determined by volume diffusion according to the Ostwald
ripening mechanism:
r3-ro3=kt
(1)
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Where r is the average size of the particle after aging time (t), ro is the initial
average size, and k is the growth rate constant.
The value of k determined as 0.00939 µm/h supports that the growth of the γ’
phase obeys the LSW theory in spite of the poor linearity (R squared < 0.9).

Fig.8. The SEM microstructure of specimens aged for, (a) 0; (b) 2; (c) 3 and (d) 25 h.
Table 4. The γ’particle sizes after different aging times.
Aging time (hr.)

Particle size (nm)

0

320±20

2

360±18

3

390±19

5

415±21

10

480±23

15

530±20

25

590±19
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Fig.9. Variation of average diameter of γ’ with aging time.
The SEM micrograph of the specimen heat treated according to C cycle is shown
in Fig. 6 c. As can be seen, the morphology of the primary γ’ was completely changed
to spherical one with an average size of 475±20nm and volume fraction of 38±3%.
Therefore, increase in the temperature results in the growth and coagulation of the γ’
phase. It has been reported [18] that the decrease in interfacial energy between the
precipitated phase and the matrix acts as the driving force for the growth of precipitates.
Fig. 6 d shows the microstructure of the alloy heat treated with D cycle. The
primary γ’ size is within the range of 470±10nm occupying 45±3vol% of the alloy.
Comparing the microstructure of heat treated alloy (Fig. 6 d) with the as-cast one (Fig. 1
b), shows the increase of 80% in the volume fraction and 50 nm in the size of the
primary γ’ in heat treated condition. It should be noted that the shape of the primary γ’
is changed to the ordered cubic structure applying D cycle. This morphology proved to
be the optimal for high temperature mechanical properties of this alloy [19].
The effect of different heat treatment cycles on the secondary γ’ particles
The secondary γ’ morphology of the heat treatment specimens is shown in Fig.
10 a-d. As can be seen, the secondary γ’ morphology is spherical in all specimens and
remains unchanged in comparison to the as-cast structure (see Fig. 1 d). The formation
mechanism of these particles can be correlated to the diffusion of alloying elements
during aging. Previous studies [7] demonstrated that after rapid cooling from solution
temperature, matrix supersaturation with solute elements such as Al and Ti is the main
reason for precipitation of the secondary γ’.
Fig. 11 shows the variation of the secondary γ’ volume fraction and its size for all
specimens. It can be noted that the volume fraction of the secondary γ’ is independent of
the heat treatment cycle, while its size is slightly influenced by heat treatment. During
various heat treatments, an increase of 50% in the secondary γ’ volume fraction can be
seen.
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Fig.10. SEM images of the specimens after different heat treatment cycles: (a) aging;
(b) partial annealing; (c) full annealing and (d) partial + full annealing.

Fig.11. (a) The volume fraction and (b) the size of secondary γ’ of the IN100 alloy after
different solution treatment.
The effect of different heat treatment cycles on the carbides
SEM micrographs of the carbides in the heat treated specimens are shown in Fig.
12. As mentioned in section 3.1, MC was the only carbide present in the microstructure
of as-cast specimen (see Fig. 1e).
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Fig.12. SEM micrographs of carbides after heat treatment according to (a) A; (b) B; (c)
C and (d) D.
According to the well-known equations (2) and (3), MC carbides are the source
of carbon for the formation of other types of carbides in subsequent heat treatments
[20]. In addition, during service, MC carbides may also decompose to other phases such
as M23C6 between 760-980 C and M6C between 815-980 °C temperatures ranges, i.e.:
MC+ γ→ M23C6 or M6C + γ’
(2)
(Ti, Mo)C+ (Ni, Cr, Al, Ti) from γ→
Cr21Mo2Cr or Mo3(Ni, Co)3C+Ni3(Al, Ti)

(3)

As can be seen in Fig. 12 a, the microstructure of the alloy heat treated with A
cycle consists of M23C6 and M6C carbides. Previous studies [21] indicated that by
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increasing time and temperature of heat treatment, the mentioned transformation
progresses rapidly as a result of carbon diffusion acceleration.
Fig. 12 b shows the morphology of MC and intergranular M23C6 and M6C
carbides of the specimen subjected to the partial solution B cycle treatment. Due to
insufficient time and temperature, the MC carbide morphology was not changed. One of
the purpose of partial solution annealing prior to aging is the formation of discrete
M23C6 and M6C carbides within the grains and at the grain boundaries. It is reported [5]
that the presence of discrete M23C6 carbides increases creep rupture life, but reduces the
ductility of the alloy.
Fig. 12 c shows the SEM image of the full annealed alloy (C cycle). In this case,
the high temperature solution treatment causes more dissolution of carbides into the
matrix. This treatment changes the shape of MC carbides from blocky to the spherical
one leading to less stress concentration at the interface of MC/matrix. Besides, in this
treatment cycle, EDS analysis revealed that discrete M23C6 and M6C carbides were
precipitated only at grain boundaries.
The morphology of carbides by partial+ full annealing treatment (D cycle) is
shown in Fig. 12 d. Similar to full annealing, the morphology of the MC carbides was
changed to the spherical shape and discrete M23C6 and M6C carbides were precipitated
at the grain boundaries, as well. It can be deduced that, by two stage annealing,
decomposition of some MC carbides according to equations (1) and (2) leads to change
of the morphology of these carbides.
Results showed that partial + full annealed specimen produces the most
acceptable microstructure; the primary γ’ phase precipitates in the γ matrix with an
approximately ordered cubic shape with the highest volume fraction compared to the
other heat treated specimens. The alloy undergoing this heat treatment cycle contained
MC carbides with a spherical morphology and grain boundaries decorated with M23C6
and M6C carbides. The as-cast microstructure homogenized and the γ’/γ eutectic volume
fraction reached to its minimal value, as well.

Conclusions
Based on the findings of the current study, the following conclusions are drawn:
1.

2.

3.

The microstructure of the as-cast IN100 alloy exhibited the dendritic
segregation pattern. The temperature and time of direct aging and partial
solution treatment were too low to eliminate the segregation while in full
solution and partial+ full solution treatment, it is very hard to distinguish the
dendritic segregation pattern. In addition, the volume fraction of γ’/γ eutectic
phase was reduced to lower values compared to the as-cast alloy.
By direct aging, the shape of the primary γ’ remained unchanged, compared to
the as-cast alloy while its size and volume fraction was increased slightly.
After partial solution treatment, the primary γ’ morphology was altered by a
smaller extent, but did not transform to the ideal ordered cubic shape. In the
full solution treated specimens the primary γ’ morphology was changed
completely from cubic to spherical.
In all heat treated specimens, the morphology of secondary γ’ was spherical
and remained unchanged in comparison to the as-cast one. The secondary γ’
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volume fraction is independent to the heat treatment cycle, while its size was
hardly influenced by the heat treatment.
As the time and the temperature were insufficient during aging and partial
solution treatment, the MC carbide morphology was not changed. However,
some of the MC carbides were decomposed to M23C6 and M6C within the
grains and at the grain boundaries during heat treatment.

The partial+ full annealed specimen produces the optimal microstructure: the primary γ’
phase precipitates in the γ matrix with an approximately ordered cubic shape with the
volume fraction highest compared to other heat treated specimens. In addition, the alloy
undergoing this heat treatment cycle contained MC carbides with a spherical
morphology and grain boundaries decorated with M23C6 and M6C carbides.
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